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BAOSHAN IRON & STEEL CO., LTD.

Manufacturer: CORE BASE

P B R

INSPECTION CERTIFICATE

T ) X A #8855 HB4R 201900
No.885 Fujin ROAD, BAOSHAN DISTRICT
SHANGHAI, P. R. CHINA 201900

Hii% TEL : +86 21 26649104

fEE FAX: +86 21 26648886
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CUSTOMER PRODUCT
Wb AL K = FRETaE]
PURCHASER CUSTOMER'S NO. 000424 CERTIFICATE No. |P¢5AB2012210003200
- BJTGO7-009  45CrNiMolV ST B g
b cus%oﬂggiﬁgm
SPECIFICATION % 1
DATE OF ISSUE 2020/12/21
PR VERTIE- CRERE BOH0000304
DELIVERY CONDITION LICENSE NO. MILL'S NO
B e M K & R mE| A%
MATERIAL DESCRIPTION CHEMICAL COMPOSITION % b} IMPACT TEST
==} ==} ==} EF Py - -
s WS T [amr | K | B ] @At | C |si [ | P | s || N Pb] 0] sa| B [Alt|ca [V |uo |N L % JRE L 1 {2 | 3 |AVE
HEAT | LoT | DIA |wipTH| LENGTH | 20| Nw. i | oc
NO.| NoO. NO. mm M QTY] (kg) |x10? |x10* [x10% [x10% |x10® | x10?| x10% | x10% | x10"| x10° | x10" | x10° | x10?| x10*| x10°| x10' 1 | *2|*3| *4
1 (10380886 | 829236 80 6. 00 1 2875| 47 |21 | 71 | 8 1 {1035 | o 12] 5 0 | 24| 4 | 10] 95| 42
2 10380885 | 829239 80 6.00 2 1780| 48 |22 | 74 |10 | 0 [105] 54 | 0 | 14| 5 o | 21| 4 | 11|95/ 36
&if Total 3 piece(s ) 1695 kg
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SURVEYOR TO QUALITY MANAGER
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